
 
 

 

Test Report of Graphite Powder 90-92% : 
 
 

Inherent Moisture (ADB)   :  0.08% 
 
Volatile Matter (ADB)   :  2.01% 
 
Ash (ADB)     : 7.90% 
 
Fixed Carbon (ADB)   : 90.01% 
 
Passing Through 200mesh  : 97.70% 
 
Test method- IS: 1305 
 

 


